
•Degree of polymerization: 1700

•Aqueous solution concentration: 0.2%

•Measurement: Wilhelmy method
 The POVAL aqueous solution surface tension is greater the higher the degree of hydrolysis, 
 and lower the lower the degree of hydrolysis.
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